
 

Section 5-02, Bituminous Surface Treatment 1 

April 4, 2016 2 

5-02.3(2)  Preparation of Roadway Surface 3 

This section is supplemented with the following new subsection: 4 
 5 

5-02.3(2)E  Crack Sealing 6 
Where shown in the Plans, seal cracks and joints in the pavement in accordance with 7 
Section 5-04.3(4)A1 and the following: 8 
 9 

1. Cracks ¼ inch to 1 inch in width - fill with hot poured sealant. 10 
 11 
2. Cracks greater than 1 inch in width – fill with sand slurry. 12 


